
A Typical Used Lead-Acid Gel Cell State-Of-Charge measurements during discharge
(Use .015C rate as resting or no flow voltages)
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.015C Discharge Rate

.05C Discharge rate

.1C Discharge Rate

Absolute Minimum 
Ch Li it 17%

Absolute Minimum 1.9 Volts


